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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co.,Ltd. Xiamen Branch

Hank Li Authorized signatory

CUSTOMER NAME: LVKE PREFABRICATED BUILDING (SUZHOU) CO., LTD.

ADDRESS: NO.08, JINPU ROAD, SUZHOU INDUSTRIAL PARK, SUZHOU CITY, 

JIANGSU PROVINCE, CHINA

Sample Name : HOT DIP 55%AL-ZN COATED STEEL IN COIL

Product Specification : 0.8mm

Manufacturer : YIEH PHUI (CHINA) TECHNOMATERIAL CO., LTD.

Material and Mark : G550+AZ150

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, assumes no 
responsibility to verify the accuracy, adequacy and completeness of the sample information provided by client.

*****************************************************************************************************************************
SGS Ref. No. : SUP26-003323

Sample Source : Customer-delivered

Date of Receipt : 2026-08-14

Testing Period : 2026-08-14 ~ 2026-08-19

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)
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1. Zinc Coating Mass Test (Double side)

Test Method: AS 2331.2.1-2001 (R2017) Method A

Sample
Weight of Zinc coating

(g/m2)

Average

(g/m2)

001 161 177 160 166

Sample Photo

********End of report********
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